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Bondar-Clegg, Inf.1
12980 West Cedar Dr. 
Lakewood, Colorado 80228 

(303) 989-1404

BONDAR-CLEGG

Geochemical 
Lab Report

REPORT: D89-31448.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 19-SEP-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 20 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 20 2 -150 20 Assay Prep 20
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

., ,., 
Bondar-Clegg, Inc'.' 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31446.4 ( COl'IPLETE l 

CLIENT: BROHi'! l'IINING CORP. 
PROJECT: HONE LISTED 

ORDER 

1 Au 

ELE"EHT 

Gold 

SA"PLE TYPES 

D DRILL CORE 

NU"BER 

20 

REl'IARKS: Final results a·re reported. 

REPORT COPIES TO: "R. Jil'I BARRON 
l'!R. JIN BARRON 

BC 
BONDAR-CLEGG 

NUl'IBER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

20 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUl'IBER 

20 

Geochemical 
Lab Report 

REFERENCE INFO: NOHE LISTED 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 19-SEP-89 

l'IETHOD 

Fire Assay 

SAl'IPLE PREPARATIONS HUl'IBER 

Assay Prep 
Sa1ple Pickup 

20 
1 

INVOICE TO: l'IR. JI" BARRON 
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Geochemical 
Lab Report

Bondar-Clegg, In<?
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BONDARCLEGG

REPORT: 089-31446.4
DATE-PRINTED: 19-SEP-D9
PROJECT: NONE LISTED PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

- - - - - - - - - - - - - $ -05- - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -
D2 R89-558-05-10 0.004
D2 R89-558-10-15 0.005
D2 R89-558-15-20 0.004
D2 R89-558-20-25 0.012
D2 R89-558-25-30 0.007

D2 R89-558-30-35 0.007
D2 R89-558-35-40 0.005
D2 R89-558-40-45 0.011
D2 R89-558-45-50 0.008
D2 R89-558-50-55 0.004

D2 R89-558-55-60 0.009
D2 R89-558-60-65 0.003
D2 R89-558-65-70 0.005
D2 R89-558-70-75 0.005
D2 R89-558-75-80 0.006

D2 R89-558-80-85 0.004
D2 R89-558-85-90 0.006
D2 R89-558-90-95 0.008
D2 R89-558-95-100 0.008
D2 R89-558-100-105 0.006
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Bondar-Clegg, In . 
12980 \\est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31446.4 

SANPLE 
HUNBER 

D2 R89-558-05-10 
D2 R89-558-10-15 
D2 R89-558-15-20 
D2 R89-558-20-25 
D2 R89-558-25-30 

D2 R89-S58-30-35 
D2 R89-SS8-3S-40 
D2 R89-S58-40-4S 
D2 R89-558-45-SO 
D2 R89-S58-SO-SS 

D2 R89-S58-55-60 
D2 R89-558-60-65 
D2 R89-558-65-70 
D2 R89-558-70-75 
D2 R89-558-75-80 

ELENEMT 
UNITS 

D2 R89-558-80-85 
D2 R89-558-85-90 
D2 R89-558-90-95 
D2 R89-558-95-100 
D2 R89-558-100-105 

Au 
OPT 

0.004 
o.oos 
0.004 
0.012 
0.007 

0.007 
0.005 
0.011 
0.008 
0.004 

0.009 
0.003 
0.005 
0.005 
0.006 

0.004 
0.006 
0.008 
0.008 
0.006 

BC ~ 
BONDAR-CLEGG 

, , 

Geochemical 
Lab Report 

PAGE 1 
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BROHM MINING CO. 



BONDAR CLEGG

Bondar-Qegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROH11 MINING CGRP. 
MR. JIM BARRON 
P.O. BOX 405 
DEADWOOD, SB 
57 736

Invoice s 1)0151.60, Pane 1 

Date g 64-SEP-0'5

Report Nob 
Project « 
Reference:

1)09-31446. 4 
NONE LISTED 
NONE LISTED

£ 0 A n a .1. y 55 e s o f Gold 
Subtotal

S a m pie P r- e p a r a t i o n
20 Samples of Assay Prep 

1 S a m p I e o f •* S a m p 1 © p i c k u p 
Subtotal

at $ 7.00 $ 140.00
$■ 140.00 % 140.00

at $ 3.00 $ 60.00
at $12.00 % 12.00

$ 72.00 $ 72.00

M1 sc© 11 aneous Chari;ies
4‘X. S.l). state sales tax 
2 % 1) © a d w o o d c 11 y s a 1 © s t a x 

Su btot a1

$ 2.00
$ I „ 44
$ 4.32 $ 4.32

Invole © lota1g $ 216.32 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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IDIDAR-U.EGG 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Oegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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1
Bondar-Cl^jg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303)989-1404 BC
BONDARCLEGG

Geochemical 
Lab Report

REPORT: D89-31448.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 26-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

3 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL COSE 'AT 2 -150 SO Assay PfKp ~~ - - -GO—
Excessive Wetness 849
Saaple Pickup 1

REMARKS: Final results are reported.

3 separate assay results are reported for one 
saaple (erratic results noted).

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: HR. JIM BARRON
MR. JIM BARRON

../ 
Bondar-C , Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

, 

REPORT: D89-31448.4 < CO"PLETE) 

CLIENT: BROH" "IHIHG CORP. 
PROJECT: NOHE LISTED 

BC 
BONDAR-CLEGG 

HU"BER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: HONE LISTED 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 26-SEP-89 

ORDER ANALYSES DETECTION LI"IT EXTRACTION 

1 Au 
2 Au 

3 Au 

SA"PLE TYPES 

Gold 
Gold 

Gold 

HU"BER 

60 
1 

1 

0.002 OPT 
0.002 OPT 

0.002 OPT 

SIZE FRACTIONS HU"BER 
------------------------------ ------------------------------
n '"' I rflUl: "-0 :> _,r:;n "-n 

RE"ARKS: Final results are reported. 

3 separate assay results are reported for one 
saaple (erratic results noted). 

REPORT COPIES TO: "R. JI" BARROM 
1111111 J Ill NUWW IN 

Fire Assay 
Fire Assay 

Fire Assay 

S~PLE PREPARATIONS NU"BER 
---------------------------
n ..... u1 n ... .,,, ... "-n 
Excessive Wetness 849 
Saaple Pickup 1 

INVOICE TO: "R. JI" BARROM 
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Geochemical 
Lab Report

Bondar-€f^g, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BONDAR-CLEGG

REPORT: D89-31448.4
DftTF PRINTFD: 06-SFP-A3_ _ _ _ _ _ _ _
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au Au Au SAMPLE ELEMENT Au Au Au
NUMBER UNITS OPT OPT OPT NUMBER UNITS OPT OPT OPT

DE R89-558-105-110 (O.OOE DE R89-558-305-310 0.011
D2 R89-558-110-115 0.010 DE R89-558-310-315 <0.002
D3 R89-558-115-120 o.oao DE R89-558-315-320 0.010
DE R89-558-1S0-1E5 0.016 DE R89-558-3E0-3E5 0.006
DE R89-558-125- 30 0.015 D2 R89-558-325-330 0.009

DE R89-558-130-135 0.030 DE R89-558-330-335 0.165
DE R89-558-135-140 0.048 DE R89-558-335-340 0.103
DE R89-558-140-145 0.034 DE R89-558-340-345 0.037
DE R89-558-145-150 0.0E7 DE R89-558-345-350 0.033
DE R89-558-150-155 0.0E6 DE R89-558-350-355 0.046

DE R89-558-155-160 0.038 DE R89-558-355-360 0.065
DE R89-558-160-165 0.042 D2 R89-558-360-365 0.079
DE R89-558-165-170 0.035 DE R89-558-365-370 0.099
DE R89-558-170-175 0.039 DE R89-558-370-375 0.039
DE R89-558-175-180 0.069 D2 R89-558-375-380 0.067

DE R89-558-180-185 0.148 DE R89-558-380-385 0.216
DE R89-558-185-190 0.E97 0.410 0.247= o. 3/ V DE R89-558-385-390 0.083
D2 R89-558-190-195 0.135 DE R89-558-390-395 0.078
DE R89-558-195-200 0.029 D2 R89-558-395-400 0.033
D2 R89-558-200-205 0.028 DE R89-558-400-405 0.048

DE R89-558-205-210 0.03E
D2 R89-558-210-215 0.003
DE R89-558-E15-EE0 0.008
DE R89-558-EE0-EE5 0.006
DE R89-558-225-230 0.0E3

DE R89-558-230-235 O.OEl
DE R89-558-235-240 0.010
DE R89-558-E40-E45 0.005
DE R89-558-E45-E50 <0.002
DE R89-558-E50-255 0.005 _ _ _ _ _ _ _ U o \ ftQOI

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
_DE R89-558-E55-E60 0.006

DE R89-558-E60-E65 0.014
D2 R89-558-E65-270 0.038

QO 0WM1M MnQr

DE R89-558-270-275 0.009 __  —
DE R89-558-275-280 0.005

DE R89-558-E80-E85 0.01E
D2 R89-558-E85-E90 0.004
DE R89-558-E90-E95 0.005
D2 R89-558-295-300 0.004
DE R89-558-300-305 0.0E4

I 
Bondar- 'Inc. BC Geochemical 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 

c__-- Lab Report 
(303) 989-1404 

BONDAR-CLEGG 

DAIE PRIHIED• 26-SEP-89 
[ REPORT: 089-31448.4 I PROJECT: NOHE LISTED PAGE 1 

SANPLE ELEPIEHT Au Au Au SAPIPLE FLEIIEHT Au Au Au 
HUIIBER UNITS OPT OPT OPT HUPIBER UNITS OPT OPT OPT 

D2 R89-558-105-110 (0.002 D2 R89-558-305-310 0.011 
D2 R89-558-110-115 0.010 D2 R89-558-310-315 (0.002 
D2 R89-558-115-120 0.020 D2 R89-558-315-320 0.010 
D2 R89-558-120-125 0.016 D2 R89-558-320-325 0.006 
D2 R89-558-125-130 0.015 D2 R89-558-325-330 0.009 

D2 R89-558-130-135 0.030 D2 R89-558-330-335 0.165 
D2 R89-558-135-140 0,048 D2 R89-558-335-340 0.103 
D2 R89-558-140-145 0.034 D2 R89-558-340-345 0.037 
D2 R89-558-145-150 0.027 D2 R89-558-345-350 0.033 
D2 R89-558-150-155 0.026 D2 R89-558-350-355 0.046 

D2 R89-558-155-160 0.038 D2 R89-558-355-360 0.065 
D2 R89-558-160-165 0.042 D2 R89-558-360-365 0.079 
D2 R89-558-165-170 0.035 D2 R89-558-365-370 0.099 
D2 R89-558-170-175 0.039 D2 R89-558-370-375 0.039 
D2 R89-558-175-180 0.069 D2 R89-558-375-380 0.067 

D2 R89-558-180-185 0.148 D2 R89-558-380-385 0.216 
D2 R89-558-185-190 0.297 0.410 0.247 = o. 3/'t D2 R89-558-385-390 0.083 
D2 R89-558-190-195 0.135 D2 R89-558-390-395 0.078 
D2 R89-558-195-200 0.029 D2 R89-558-395-400 0.033 
D2 R89-558-200-205 0.028 D2 R89-558-400-405 0.048 

D2 R89-558-205-210 0.032 
D2 R89-558-210-215 0.003 
D2 R89-558-215-220 0.008 
D2 R89-558-220-225 0.006 
D2 R89-S58-225-230 0.023 

D2 R89-S58-230-235 0.021 
D2 R89-558-235-240 0.010 
D2 R89-558-240-245 0.005 
D2 R89-558-245-250 (0,002 
D2 R89-558-250-255 0.005 r: 
D2 R89-558-255-260 0.006 
D2 R89-558-260-265 0.014 
D2 R89-558-265-270 0.038 
D2 R89-558-270-275 0,009 
D2 R89-558-275-280 0.005 

D2 R89-558-280-285 0.012 
D2 R89-558-285-290 0.004 
D2 R89-558-290-295 0.005 
D2 R89-558-295-300 0.004 
D2 R89-558-300-305 0.024 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

B ROB in MINING CORP. 
MR. JIM BARRON 
P.O. BOX 483 
DEADWOOD, SI)
37732

Invoice 1)013291, Pa ye .1

Date 29-BEP-89

Report Hoe 
Project s 
Referenees

.1)89 -31448. 4 
NONE LISTED 
NONE LISTED

1 Analyses of Gold at $ 0. 00 % 0.00
.1. Analyses of Gold at * 0. 00 0. 00

Subtotal $ 0. 00 * 0.00

GO Analyses of Gold at * 7. 00 420.00
Subtotal $ 420.00 t 420.00

Sam pie P repara 11on
GO Samples of Assay Prep at % 3. 00 n> 180.00

849 Samples of Excessive Wetness at % 0. 20 $ 169.80
1 Sample of Sample Pickup at f i C? it 00 12. 00

Su to to fc a1 it 3G1.80 $ 3G1.80

M i s c e 11 a n e o u s G h a r g e s
4% S.D. state sales tax % 14 „ 4 7
£% Deadwood city sales tax % 7. 24

Subtotal % 21.71 ft 21.71

I vivo ice Tota1e * 803.5:1 U

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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BC 
BONDAR-Clf.GG 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

. ) , 

'. 
l[ I 

fl ! 



\

- " -

--
t ---



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404 BC

BONDAR-CLEGG

REPORT: D89-31449.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 26-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 52 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 52 2 -150 52 Crush, Sasple Split 52
Pulverizing 52
Excessive Wetness 732
Saiple Pickup 1

REMARKS: Final results are reported.

MOTET TO: HR. JIM BARRONRFPORT CflPlFS TO: HE. JIM BMHE 
MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31449.4 < CO"PLETE > 

CLIENT: BROH" "IHIHG CORP. 
PROJECT: HONE LISTED 

ORDER 

1 Au Gold 

SMPLE TYPES NU"BER 
------------------------------
D DRILL CORE S2 

RE"ARKS: Final results are reported. 

l,l~UIIII JU J.\oi Tn• •11 ,. uuuu,, .. 

"R. JI" BARRON 

BC 
BONDAR-CLEGG 

MU"BER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

52 0.002 OPT 

SIZE FRACTIONS NU"BER 
------------------------------
2 -1S0 S2 

,u,n 

Geochemical 
Lab Report 

REFERENCE INFO: HONE LISTED 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 26-SEP-89 

Fire Assay 

SANPLE PREPARATIONS NU"BER 
---------------------------
Crush, Sa1ple Split S2 
Pulverizing S2 
Excessive Wetness 732 
C:'>• ft 10 o; ftl,Hft 1 

-• lJl• •u ! .. MIHIV~JN 



Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: D89-31449.4
DftTE PRINTED: 26-SFP-89
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-558 405-410 0.025 D2 R89-558 605-610 0.081
D2 R89-558 410-415 0.019 D2 R89-558 610-615 0.011
D2 R89-558 415-420 0.026 D2 R89-558 615-620 0.004
D2 R89-558 420-425 0.019 D2 R89-558 620-625 0.042
D2 R89-558 425-430 0.012 D2 R89-558 625-630 0.033

D2 R89-558 430-435 0.017 D2 R89-558 630-635 0.092
D2 R89-558 435-440 0.027 D2 R89-558 635-640 0.059
D2 R89-558 440-445 0.013 D2 R89-558 640-645 0.044
D2 R89-556 445-450 0.041 D2 R89-558 645-650 0.042
D2 R89-558 450-455 0.052 D2 R89-558 650-655 0.055

D2 R89-558 480-485 0.015
D2 R89-558 485-490 0.028
D2 R89-558 490-495 0.040
D2 R89-558 495-500 0.035
D2 R89-558 500-505 0.062

D2 R89-558 505-510 0.021
D2 R89-558 510-515 0.023
D2 R89-558 515-520 0.029
D2 R89-558 520-525 0.022
D2 R89-558 525-530 0.031

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

. . 

REPORT: 089-31449.4 

SA"PLE ELE"ENT 
NU"BER UNITS 

D2 R89-558 405-410 
02 R89-558 410-415 
D2 R89-558 415-420 
D2 R89-558 420-425 
D2 R89-558 425-430 

D2 R89-558 430-435 
D2 R89-558 435-440 
02 R89-558 440-445 
D2 R89-558 445-450 
D2 R89-558 450-455 

D2 R89-558 455-460 
D2 R89-558 460-465 
D2 R89-558 4&5-470 
D2 R89-558 470-475 
D2 R89-558 475-480 

D2 R89-558 480-485 
D2 R89-558 485-490 
D2 R89-558 490-495 
D2 R89-558 495-500 
D2 R89-558 500-505 

D2 R89-558 505-510 
D2 R89-558 510-515 
D2 R89-558 515-520 
D2 R89-558 520-525 
D2 R89-558 525-530 

D2 R89-558 530-535 
D2 R89-558 535-540 
D2 R89-558 540-545 
D2 R89-558 545-550 
D2 R89-558 550-555 

D2 R89-558 555-560 
D2 R89-558 560-565 
D2 R89-558 565-570 
D2 R89-558 570-575 
D2 R89-558 575-580 

D2 R89-558 580-585 
D2 R89-558 585-590 
D2 R89-558 590-595 
D2 R89-558 595-600 
D2 R89-558 600-605 

Au 
OPT 

0.025 
0.019 
0.026 
0.019 
0.012 

0.017 
0.027 
0.013 
0.041 
0.052 

0.019 
0.014 
0.023 
0.019 
0.015 

0.015 
0.028 
0.040 
0.035 
0.062 

0.021 
0.023 
0.029 
0.022 
0.031 

0.065 
0.106 
0.042 
0.046 
0.082 

0.095 
0.060 
0.058 
0.010 
0.061 

0.002 
0.007 

(0.002 
0.002 
0.015 

BC~ 
BONDAR-CLEGG 

I DATE PRINTED: 26-SEP-89 
PROJECT: NOHE LISTED 

SA"PLE ELE"ENT Au 
HU"BER UNITS OPT 

D2 R89-558 605-610 0.081 
D2 R89-558 610-615 0.011 
D2 R89-558 615-620 0.004 
D2 R89-558 620-625 0.042 
D2 R89-558 625-630 0.033 

D2 R89-558 630-635 0.092 
D2 R89-558 635-640 0.059 
D2 R89-558 640-645 0.044 
D2 R89-558 645-650 0.042 
D2 R89-558 650-655 0.055 

D2 R89-558 655-660 0.030 
D2 R89-558 660-665 0.053 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BRUNEI MINING CHRP. 
MR. JIM BARRON 
P.O. BOX 465 
DEADWOOD, BD 
57732

Invoice r. DO 15290, Pape 1 

Date s 29-SEP-69

Report Hot D&9~31449« 4 
Project 3 NONE LISTED 
References NONE LISTED

52 Analyses of Gold at $ 7. 00 $ 364.00
Subtotal * 364.00 * 364.00

Sample Prepara tian
52 Samples of Crush, Sample Split at % 2.00 104.00
52 Samples of Pulverize -150 at % 1.00 ♦ 52.00

732 Samples of Excessive Wetness at $ 0. 20 % 146.40
1 Sample of Sample Pickup at $12.00 $ 12. 00

Subtotal $ 314.40 % 314.40

N :i. s c e 11 a n e o u s C h a r q e s
4% S.D. state sales tax 10.50
2% Deadwood city sales tax % 5.25

Subtotal % 15.75 * 15. 75

Invoice Total's \ % 694.15

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: D89-31457.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 27-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 47 0.002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

3 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

PUKILL LUkt 47 47 Hssay prep 47
Excessive Wetness 357
Sample Pickup 1

REMARKS: Final results are reported.

3 separate Au results are reported for one 
sample (erratic results noted).

INVOICE TO: MR. JIM BARRONREPORT COPIES TO: MR. JIM BARRON 
- - - - - - - - - - - MR. JIM BARRON

r 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

... 

REPORT: D89-31457.4 < CONPLETE) 

CLIENT: BROHl'I l'IINING CORP. 
PROJECT: NONE LISTED 

BC 
BONDAR-CLEGG 

NUl'IBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBl'IITTED BY: J. BARRON 
DATE PRINTED: 27-SEP-89 

ORDER ELENENT 

Gold 
Gold 

ANALYSES DETECTION Lil'IIT EXTRACTION l'IETHOD 

1 Au 
2 Au 

3 Au 

SAl'IPLE TYPES 

Gold 

NUl'IBER 

47 
1 

1 

0.002 OPT 
0,002 OPT 

0.002 OPT 

SIZE FRACTIONS HUNBER 
------------------------------ ------------------------------
I/ "" ,.,m, "II t'. - ll "II 

RE"ARKS: Final results are reported. 

3 separate Au results are reported for one 
sa1ple (erratic results noted). 

REPORT COMES TO: l'IR. JI" BARRON 
""· JUI DNril'IUl'1 

Fire Assay 
Fire Assay 

Fire Assay 

SANPLE PREPARATIONS HUl'IBER 
---------------------------
HSSaY l'reo 4/ 

Excessive Wetness 357 
Saaple Pickup l 

INVOICE TO: NR. JI" BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR CLEGG

Geochemical
Lab Report

REPORT: D89-31457.4 *** r
DATE PRINTED: 27-SEP-89_ _ _ _ _ _ _ _
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au Au Au SAMPLE ELEMENT Au Au Au
NUMBER UNITS OPT OPT OPT NUMBER UNITS OPT OPT OPT

D2 R89-558-665-670 0.031 D2 R89-558-865-870 0.006
D2 R89-558-670-675 0.038 D2 R89-558-870-875 0.008
D2 R89-558-675-680 0.042 D2 R89-558-875-880 0.004
D2 R89-558-680-665 0.054 D2 R89-558-880-885 0.006
D2 R89-558-685-690 0.049 D2 R89-558-885-890 0.008

D2 R89-558-715-720 0.024
D2 R89-558-720-725 0.026
D2 R89-558-725-730 0.060
D2 R89-558-730-735 0.014
D2 R89-558-735-740 0.023

D2 R89-558-740-745 0.046
D2 R89-558-745-750 0.023 0.078 0.083 -O.Obl
D2 R89-558-750-755 0.032
D2 R89-558-755-760 0.029
D2 R89-558-760-765 0.053

D2 R89-558-765-770 0.052
D2 R89-558-770-775 0.035
D2 R89-558-775-780 0.050
D2 R89-558-780-785 0.018
D2 R89-558-785-790 0.013

D2 R89-558-790-795 0.012
D2 R89-558-795-800 0.014
D2 R89-558-800-805 0.028
D2 R89-558-805-810 0.058
D2 R89-558-810-815 0.024

D2 R89-558-815-820 0.074
D2 R89-558-820-825 0.041
D2 R89-558-825-830 0.020
D2 R89-558-830-835 0.019
D2 R89-558-835-840 0.009

D2 R89-558-840-845 0.008
D2 RB9-558-845-850 0.008
D2 R89-558-850-855 0.005
D2 R89-558-855-860 0.006
D2 R89-558-860-865 0.017

,, 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31457.4 

SAKPLE ELEKEHT 
HUKBER UNITS 

D2 R89-558-665-670 
D2 R89-558-670-675 
D2 R89-558-675-680 
D2 R89-S58-680-685 
D2 R89-S58-685-690 

D2 R89-SS8-690-69S 
D2 R89-558-695-700 
D2 R89-558-700-705 
D2 R89-558-705-710 
D2 R89-558-710-715 

D2 R89-558-715-720 
D2 R89-S58-720-725 
D2 R89-558-72S-730 
D2 R89-558-730-73S 
D2 R89-558-735-740 

D2 R89-558-740-74S 
D2 R89-558-74S-750 
D2 R89-558-750-755 
D2 R89-558-755-760 
D2 R89-S58-760-765 

D2 R89-558-765-770 
D2 R89-558-770-775 
D2 R89-S58-775-780 
D2 R89-S58-780-785 
D2 R89-S58-785-790 

D2 R89-558-790-795 
D2 R89-S58-795-800 
D2 R89-558-800-805 
D2 R89-558-805-810 
D2 R89-558-810-815 

D2 R89-558-815-820 
D2 R89-558-820-825 
D2 R89-558-825-830 
D2 R89-5S8-830-835 
D2 R89-558-835-840 

D2 R89-5S8-840-845 
D2 R89-S58-845-850 
D2 R89-558-850-855 
D2 R89-558-855-860 
D2 R89-558-860-865 

Au 
OPT 

0.031 
0.038 
0,042 
0.054 
0.049 

0.040 
0.035 
0.036 
0.022 
0.028 

0.024 
0.026 
0.060 
0.014 
0.023 

0.046 
0.023 
0.032 
0.029 
0.053 

0.052 
0.035 
0.050 
0.018 
0.013 

0.012 
0.014 
0.028 
0.058 
0.024 

0.074 
0.041 
0.020 
0.019 
0.009 

0.008 
0.008 
0.005 
0.006 
0.017 

Au 
OPT 

Au 
OPT 

BC 
BONDAR-CLEGG 

DATE PRINTED: 27-SEP-89 
I PROJECT: HONE LISTED 

SAl'IPLE 
HUNBER 

ELENEHT 
UNITS 

D2 R89-558-86S-870 
D2 R89-558-870-875 
D2 R89-558-875-880 
D2 R89-558-880-885 
D2 R89-558-88S-890 

D2 R89-558-890-89S 
D2 R89-558-895-900 

Au 
OPT 

0,006 
0.008 
0.004 
0.006 
0.008 

0,006 
0.009 

0.078 0.083 = O,O{J:)/ 

Geochemical 
Lab Report 

Au 
OPT 

PAGE 1 

Au 
OPT 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

B ft OHM MINING DORP. 
MR. JIM BARftON 
P.O. BOX 405 
DEADWOOD, SD 
57738

Invoice s 1)0:1.5869, Pa ye J.

Date s 89--SEP-09

Report Nos 
Project s 
Re f ere vice s

D69-3145V.4 
NONE LISTED 
NONE LISTED

1 Analyses of Gold
1 Analyses of Gold

Subtotal

at 4 0.00 4 
at 4 0.00 4

4

0. 00
0. 00
0. 00 $ 0.00

47 Analyses of Gold
Subtotal

at 4 7.00 4
4

389.00 
389.00 4 389.00

S a m p1© Preparation
47 Samples of Assay Prep

657 Samples of Excessive Wetness
1 Sample of Sample Pickup

Subtotal

at $ 3.00 4 
at 4 0.80 4 
at 418.00 $

4

141.00
131.40 
18. 00

864.40 4 884.40

M i s c e 11 a n e o u & C h a r y e s
A% S.D. state sales tax 
&% Deadwood city sales tax 

Subtotal

4
4
4

1 i . 38
5. 69 
17.07 4 17.07

1nvoice UytsVT V ft 
• .. ? ? . .• " : •

4. 630.47 U
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Contractor A~N°\
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Drill Typo OH ~ /

Holo Slie___________

Collar Elcv__________

iaj/^uv. Mr £,
' ZooYfc?

Coordlnatea Pro)act /Jdoc/oo XpJ'

Caaing Oopth Slato S~£>
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Hoto Surveyed
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Contractor Coordinate* Protect Hole No ____
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Contractor Coordlnataa Pro tact . Hole No

Drill Tyne Caalng Oaoth Stain
Shoot Vo<
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